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19. ROOF COVERINGS
19-1) ASTM A755 f A755M - 03(2008) ; Standard Specification for Steel Sheet, Metallic

Coated by the Hot-Dip Process and Pre-painted by the Coil-Coating Process for
Exterior Exposed Building Products

19-2) ASTM B101 - 07 ; Standard Specification for Lead-Coated Copper Sheet and Strip for
Building Construction

19-3) ASTM C1029 - 09 ; Standard Specification for Spray-Applied Rigid Cellular
Polyurethane Thermal Insulation

19-4) ASTM C222 - 97(2008) ; Standard Specification for Asbestos-Cement Roofing Shingles
19-5) ASTM C406 - 06e1 ; Standard Specification for Roofing Slate

19-6) ASTM C836 f C836M - 10 ; Standard Specification for High Solids Content, Cold Liquid-
Applied Elastomeric Waterproofing Membrane for Use with Separate Wearing Course

19-7) ASTM D1227 - 95(2007) ; Standard Specification for Emulsified Asphalt Used as a
Protective Coating for Roofing

19-8) ASTM D1863 - 05 ; Standard Specification for Mineral Aggregate Used on Built-Up
Roofs

19-9) ASTM D2178 - 04 ; Standard Specification for Asphalt Glass Felt Used in Roofing and
Waterproofing

19-10) ASTM D225 - 07 ; Standard Specification for Asphalt Shingles (Organic Felt) Surfaced
With Mineral Granules

19-11) ASTM D226 / D226M - 09 ; Standard Specification for Asphalt-Saturated Organic Felt
Used in Roofing and Waterproofing

19-12) ASTM D227 - 03 ; Standard Specification for Coal-Tar-Saturated Organic Felt Used in
Roofing and Waterproofing

19-13) ASTM D2626 - 04 ; Standard Specification for Asphalt-Saturated and Coated Organic
Felt Base Sheet Used in Roofing

19-14) ASTM D2898 - 10 ; Standard Practice for Accelerated VWeathering of Fire-Retardant-
Treated Wood for Fire Testing

19-15) ASTM D312 - 00(2006) ; Standard Specification for Asphalt Used in Roofing

19-16) ASTM D3161 - 09 ; Standard Test Method for Wind-Resistance of Asphalt Shingles
(Fan-Induced Method)

19-17)  ASTM D3747 - 79(2007) ; Standard Specification for Emulsified Asphalt Adhesive for
Adhering Roof Insulation

19-18) ASTM D3909 - 97b(2004)e1 ; Standard Specification for Asphalt Roll Roofing (Glass
Felt) Surfaced With Mineral Granules

19-19) ASTM D4272 - 09 ; Standard Test Method for Total Energy Impact of Plastic Films By
Dart Drop

19-20) ASTM D4434 / D4434M - 09 ; Standard Specification for Poly(Vinyl Chloride) Sheet
Roofing
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19-21) ASTM D450 - 07 ; Standard Specification for Coal-Tar Pitch Used in Roofing,
Dampproofing, and Waterproofing

19-22) ASTM D4601 - 04 ; Standard Specification for Asphalt-Coated Glass Fiber Base Sheet
Used in Roofing

19-23) ASTM D4637 - 08 ; Standard Specification for EPDM Sheet Used In Single-Ply Roof
Membrane

19-24) ASTM D4897 / D4897M - 01(2009) ; Standard Specification for Asphalt-Coated Glass-
Fiber Venting Base Sheet Used in Roofing

19-25) ASTM D6380 - 03(2009) ; Standard Specification for Asphalt Roll Roofing (Organic Felt)
19-26) ASTM D6380 - 03(2009) ; Standard Specification for Asphalt Roll Roofing (Organic Felt)
19-27) ASTM E108 - 10a ; Standard Test Methods for Fire Tests of Roof Coverings

19-28) ASTM G154 - 06 ; Standard Practice for Operating Fluorescent Light Apparatus for UV
Exposure of Nonmetallic Materials

19-29) ASTM G155 - 05a ; Standard Practice for Operating Xenon Arc Light Apparatus for
Exposure of Non-Metallic Materials

19-30) ASTM G90 - 05 ; Standard Practice for Performing Accelerated Outdoor Weathering of
Nonmetallic Materials Using Concentrated Natural Sunlight

19-31) BDS 1046:1983 ; Specification for Asbestos Cement Products - Corrugated Sheets and
Fittings for Roofing and Cladding;

19-32) BDS 1122:1985 ; Specification for Hot-dip Galvanized Steel and Coil.

19-33) BDS 430:1964 ; Specification for Ashestos Cement Corrugated Sheets for Roofing and
Cladding

19-34) BDS 431:1964 ; Specification for Asymmetrical Section Corrugated Sheets in Asbestos
Cement for Roofing and Cladding

19-35) BDS 579:1966 ; Specification for Asbestos Cement Flat Sheets (under revision);

19-36) BDS 868:1978 ; Code of Practice for Galvanized Corrugated Sheet Roof and Wall
Coverings;

19-37) BDS EN 1024: 2008 ; Clay roofing tiles for discontinuous laying — Determination of
geometric characteristics

19-38) BDS EN 1304: 2008 ; Clay roofing tiles and fittings — Product definitions and
specifications

19-39) BDS EN 490: 2008 ; Concrete roofing tiles and fittings for roof covering and all cladding
— Product specifications

19-40) BDS EN 491: 2008 ; Concrete roofing tiles and fittings for roof covering and wall
cladding — Test methods

19-41) BDS EN 538: 2008 ; Clay roofing tiles for discontinuous laying — Flexural strength test

19-42) BDS EN 5391: 2008 ; Clay roofing tiles for discontinuous laying Determination of
physical characteristics — Part 1. Impermeability test
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